 Marion ROY 



Publications


Article dans une revue (8)

	Adsorption kinetics and inhibition mechanisms of a film-forming amine on carbon steel surfaces
Deni Jero,Nicolas Caussé,Olivier Marsan,Thierry Buffeteau,Fabrice Chaussecet al.
Electrochimica Acta, 2024, 498, pp.144625. ⟨10.1016/j.electacta.2024.144625⟩
Article dans une revue
hal-04764410v1

	Early Steps in the O&lt;sub&gt;2&lt;/sub&gt; Scavenger Process in the Aqueous Phase: Hydrazine vs DEHA
Marion Roy,Rahma Dahmani,Valérie Vallet,Michel Masella
Journal of Physical Chemistry A, 2023, 127 (48), pp.10104-10117. ⟨10.1021/acs.jpca.3c05383⟩
Article dans une revue
hal-04306915v1

	Film-forming amines adsorption and corrosion kinetics on carbon steel surface in neutral solution investigated by EIS and PM-IRRAS analysis
Deni Jero,Nicolas Caussé,Olivier Marsan,Thierry Buffeteau,Fabrice Chaussecet al.
Electrochimica Acta, 2023, 443, pp.141925. ⟨10.1016/j.electacta.2023.141925⟩
Article dans une revue
hal-04235929v1

	Film-Forming Amines for the Corrosion Protection of Carbon Steels in Nuclear Power Plant Secondary Circuit Conditions: An Impedance Study
Jordan Baux,Nicolas Caussé,Sophie Delaunay,Jonathan Tireau,Marion Royet al.
Journal of The Electrochemical Society, 2020, 167 (6), pp.061504. ⟨10.1149/1945-7111/ab7d42⟩
Article dans une revue
hal-02880106v1

	Study of the effect of polyacrylic acid dispersant on magnetite deposits in steam generators conditions
Ricardo d'Angelo,Marion Roy,Thierry Pauporte,Sophie Delaunay,Dominique Youet al.
Materials Chemistry and Physics, 2019, 226, pp.118-128. ⟨10.1016/j.matchemphys.2019.01.021⟩
Article dans une revue
hal-02357508v1

	Preventing iron( II ) precipitation in aqueous systems using polyacrylic acid some molecular insights
Pierre-Arnaud Artola,Bernard Rousseau,Carine Clavaguera,Marion Roy,Dominique Youet al.
Physical Chemistry Chemical Physics, 2018, 20, pp.18056-18065. ⟨10.1039/c7cp02743e⟩
Article dans une revue
cea-02418710v1

	Impedance analysis of film-forming amines for the corrosion protection of a carbon steel
Jordan Baux,Nicolas Caussé,Jérôme Esvan,Sophie Delaunay,Jonathan Tireauet al.
Electrochimica Acta, 2018, 283, pp.699-707. ⟨10.1016/j.electacta.2018.06.189⟩
Article dans une revue
hal-01883111v2

	Dissolution and oxidation behaviour of various austenitic steels and Ni rich alloys in lead-bismuth eutectic at 520 °C
Marion Roy,Laure Martinelli,Kevin Ginestar,Jérôme Favergeon,Gérard Moulin
Journal of Nuclear Materials, 2016, 468, pp.153 - 163. ⟨10.1016/j.jnucmat.2015.11.005⟩
Article dans une revue
hal-01911274v1



Communication dans un congrès (9)

	Study of the behavior of copper species in presence of pollutants in steam generator flow-restricted areas
Thibault Vital,Marion Roy,Dominique You
Fontevraud 10 - International Symposium Contribution of Materials Investigations and Operating Experience to LWRs’ Safety, Performance and Reliability, SFEN, Sep 2022, Avignon, France
Communication dans un congrès
cea-03938683v1

	Impedance analysis of a film-forming amine for the corrosion protection of carbon steel
Nadine Pébère,Nicolas Caussé,S. Delaunay,J. Tireau,M. Royet al.
Electrochemical Method in Corrosion Research (EMCR), Jul 2018, Cambridge, United Kingdom. ⟨10.1016/j.electacta.2018.06.189⟩
Communication dans un congrès
cea-02400225v1

	Behaviour of two products containing film forming amines (FFA) in the secondary circuit physico-chemical conditions of the pressurized water reactor (PWR)
M. Roy,D. You,V. Mertens,R. Lecocq,L. Verelstet al.
International Conference on Film Forming Substances, Mar 2018, Prague, Czech Republic
Communication dans un congrès
cea-02339319v1

	Film-forming amines for corrosion protection of carbon steels in PWR secondary circuit conditions
Jordan Baux,Nadine Pébère,S. Delaunay,J. Tireau,M. Royet al.
NPC 2018 (Nuclear Plant Chemistry Conference), Sep 2018, San Francisco, United States
Communication dans un congrès
hal-02415481v1

	Behaviour of two products containing film forming amines (FFA) in the secondary circuit physico-chemical conditions of the pressurized water reactor (PWR)
M. Roy,D. You,R. Lecocq,L. Verelst,S. Delaunayet al.
The Second International Conference on Film FormingAmines and Products (FFP 2018), Mar 2018, Prague, Czech Republic
Communication dans un congrès
hal-02415314v1

	Corrosion in liquid metals from database acquisition to life time prediction
L. Martinelli,M. Roy,D.J. Young,S. Gosse,S. Bosonnet
International Symposium on High-Temperature Oxidation and Corrosion (ISHOC - 2018), Oct 2018, Matsue, Japan
Communication dans un congrès
cea-02400183v1

	The effect of polyacrylic acid on iron oxides formed on steam generator tubes and on metallic copper present in pressurized water reactors
Marion Roy,Dominique You,Carine Mansour
NPC 2014- Nuclear plant chemistry conference 2014, Oct 2014, sapporo, Japan
Communication dans un congrès
cea-02421907v1

	Fouling of Steam Generator Tubes in Nuclear Power Plants : Investigation on the Preventive Effect of Polyacrylic Acid on Iron Oxides Deposition
Marion Roy,Ricardo d'Angelo,Dominique You,Sophie Delaunay,Thierry Pauporteet al.
NPC 2016 - 20th International Nuclear Plant Chemistry Conference, Oct 2016, Brighton, United Kingdom
Communication dans un congrès
cea-02442333v1

	Réactivité d'une amine filmante pour la protection des aciers au carbone application à l'industrie nucléaire
Jordan Baux,Nadine Pébère,S. Delaunay,J. Tireau,M. Royet al.
Journée Toulousaine d’Electrochimie, Jul 2016, Toulouse, France
Communication dans un congrès
cea-02439447v1


/
